Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404 _ . =~

-

BROHM MINING CORP,
MR, JIN BARRON
F.0. BOX 485
NEADNOOD, SD
7732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report

(e BONDAR-CLEGG
REPORT: 098-11467 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: GILT EDGE DATE PRINTED: 27-0CT-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 A Gold 60 0,002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 40 2 -150 40 Assay Prep &0
Sasrle Pickur |
REMARKS: FINAL RESULTS ARE REPORTED.
REPORT COPIES TO: MR, JIM BARRON INVOICE TO: MR. JIM BARRON

MR. JIM BARRON




i Geochemical
Lakewood, Colorado 80228 Bc Lab Report
(N BONDAR-CLEGG
REPORT: 098-1147 PROJECT: GILT EDGE PAGE 1
T SANPLE ELEMENT Au SANPLE ELEMENT Au
NUMBER UNITS 0PT NUMBER UNITS OPT
P2 RB88-457-0-5 0,020 02 R88-457-200-205 0,019
02 R88-457-5-10 0,006 D2 R88-457-205-210 0.023
02 RB8-457-10-13 0.022 02 R88-457-210-215 0.031
[2 R88-457-15-20 0.009 D2 R8B-457-215-220 0.015
D2 R88-457-20-25 0.016 02 R88-457-220-225 0.020
2 RB8-457-25-30 0,012 D2 RBE-457-225-230 0.012
12 R8B-457-30-35 0.021 D2 R8B-457-230-235 0,009
D2 RBB-457-35-40 0,035 02 REB-457-235-240 0.012
12 R8B-437-40-435 0.009 D2 R88-457-240-245 0,009
12 RB8-457-45-50 0,019 02 R88-457-245-250 0,012
D2 R88-457-50-33 0.047 D2 RE8-457-250-255 0.010
12 R88-457-55-60 0,040 D2 R88-457-255-260 0.009
12 R88-457-80-65 0.027 D2 RB88-457-260-265 €0.002
12 RB8-457-65-70 0,006 D2 REB-457-265-270 0.008
02 R88-457-70-75 0.015 02 R88-457-270-275 0,025
12 RE8-457-75-80 0.010 D2 R8E-457-275-280 0.014
D2 R88-457-80-85 0.010 D2 R88-457-280-285 0.008
D2 RB8-457-85-90 0.022 D2 R88-457-285-290 0.012
D2 RB8-457-90-95 0.007 D2 R88-457-290-295 0.012
D2 R88-457-95-100 0.017 D2 REE-457-295-300 0,019 7
D2 R88-457-100-105 0.009
D2 R88-457-105-110 0.011
D2 R88-457-110-115 0.010
02 R88-457-115-120 0,004
02 R88-457-120-125 0.011
02 REE-457-125-130 0,020
02 RB8-437-130-135 0.009
D2 R88-457-135-140 0.014
D2 RB8-457-140-145 0.005
D2 R88-457-145-150 0,004
L2 RB8-457-150-1535 0.027
D2 R88-457-135-160 0.008
[2 RB8-457-160-145 0.038
I2 RB8-457-165-170 0.010
D2 R88-457-170-173 0.015/
2 RE8-457-175-180 0,016
N2 R88-457-180-183 0,060
12 RE8-457-185-1%0 0,015
02 RB8-457-190-195 0,010
D2 R88-437-195-200 0.009




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
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[ BROAN KINING CORF,
HR. JIN BARRON
P.0, BOX 485
DEADROOD, SD
71732




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

-

.

B0 o R

L REPORT: 098-1168 ( COMPLETE )

REFERENCE INFO! NONE LISTEDR

CLIENT: BROHM MINING CORP.
FROJECT? GILT EDGE

SUBMITTER BY: J. BARRON
DATE PRINTED: 18-0CT-8B

NUMBER OF LOKER

L REMARKS:-FINAL-RESULTS-ARE-REPORTED,

ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION HETHOD
1 A Gold 19 0,002 OPT Fire fissay
ANPL NUMEER SIZE FRACTIONS NUMBER EP ATIONS
D DRILL CORE 19 2 -150 19 Assay Prep 19

REPORT COPIES TO: MR. JIM RARRON
MR. JIN BARRON

INVOICE TO: MR. JIN RARRON

—_—— e




Bondar-Clegg, Inc. (;eochemlca' I
vl oo Bc Lab Report
Lakewood, Colorado 80228
& (e BONDAR-CLEGG

REFORT: 098-1148 FROJECT! GILT EDGE PAGE 1

SANPLE ELEMENT Au

NUMBER UNITS  OPT

D2 R88-457-300-305 0,055

D2 R88-457-305-310 0,044

12 R88-457-310-315 0,042

12 RE8-457-315-320 0,015

12 R88-457-320-325 0,023

17 R88-457-325-330 0,010

D2 R88-457-330-335 0,015

D2 R8B-457-335-340 0,016

D2 R8R-457-340-145 0,020

2 RB8-457-345-350 0,018

02 R88-457-350-155 0,024

12 R88-457-355-340 0,012

1?2 R8B-457-360-365 0,015

D2 R88-457-365-370 0,015

D2 R88-457-370-375 0,012

17 R88-457-375-380 0,015

12 R88-457-380-1385 0,014

2 R88-457-385-390 0,069

12 R88-457-390-395 0,020




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
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Lab Report
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

[ n e R

REPORT: 098-1170 ( COMPLETE )

REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP.
PROJECT: NONE LISTEDR

SUBMITTED BY: J. BARRON
DATE PRINTED: 25-0CT-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 M Gold 50 0,002 OFT Fire Assay
2 Au BCI Au (Bondar-Cless) [ 0.002 OPY Fire Assay
SANPLE TYPES NUMRER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE &0 2 -150 60 Ascay Prer 60
Excessive Wetness 1204
SSRFlE PITRUF 1

REMARKS: WORK PERFORNED AT OUTSIDE LAB.

RONDAR-CLEGG CHECXS IN SECOND COLUMN.

REPORT COPIES TO: MR, JIM RARRON
R, JIM BARRON

INVOICE TO: MR. JIM BARRON




Boadar-Clegg, lac. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report

O BONDAR-CLEGE

REPORT: 098-1170 PROJECT: NONE LISTED PAGE 1
SANPLE ELEMENT Au Ay BCI SANPLE ELENENT fu  Au BCI
NUMBER UNITS  OPT 0PY NUMBER UNITS  OPT oPT
12 R88-457-395-400 0,028 0,027 D2 RB8-157-595-400 0,020
12 R88-457-400-405 0,009 12 R88-457-400-605 0,032
02 R88-457-405-410 0,009 02 R88-457-805-610 0,017
D2 R88-457-410-415 0.017 D2 RE8-457-610-615 0.008
D2 R88-457-415-420 <0,005 02 R88-457-615-620 0,017
D2 RBE-457-420-425 0,013 02 RAR-457-420-625 0,011 0,010
D2 R83-457-425-430 0,010 D2 R88-457-625-630 0,009
D2 R88-457-430-435 0,007 D2 R8R-457-430-415 0,005
02 R88-457-415-440 0,005 D2 RB8-457-435-540 0,007
12 R88-457-440-445 0,005 02 REE-457-440-445 0,005
2 RB8-457-445-450 0,005 D2 R83-457-645-450 0,007
12 RBB-457-450-455 0,009 02 R88-457-450-455 0,005
02 R8A-457-455-440 0,015 0,014 D2 RBE-457-655-660 0,005
12 R88-457-480-465 0,011 N2 RBB-457-460-645 <0.,005
2 R8S-457-445-470 0,006 D2 RB8-457-445-470 0,009 0,008
12 REE-457-470-475 0,005 12 R8B-457-670-475 0,007
12 RBE-457-475-480 <0,005 D2 RB8-457-675-480 0,005
D2 R88-457-480-485 0.008 D2 RE8-457-480-485 €0.,005
12 R88-457-485-4%0 0,005 02 R88-457-485-490 0,005
D2 R38-457-490-495 €0,005 02 R8B-457-450-495 0,005
D2 R82-457-495-500 40,005
D2 RBS-457-500-505 0,005
02 R8R-457-505-510 €0,005
2 R88-457-510-515 0,009
D2 R88-457-515-520 0,017
2 R88-457-520-525 0,025 /

12 RB8-457-525-530 0,020
D2 RER-457-530-535 0,022
12 R88-457-535-540 0,038
02 K88-457-540-545 0,062 0,080
12 £88-457-545-550 0,034
D2 RE8-457-550-555 0,017
(12 R88-457-555-560 0.014
12 R88-457-540-565 0,013
02 R8E-457-565-570 0.013
12 R88-457-570-575 0,005
02 R32-457-575-580 0,008
12 R88-457-580-585 0,012
12 K88-457-585-590 0,031

17 RB8-457-590-595 0,033  0.027




12980 W. CEDAR DR, LAKEWODOD, CO. 80228 PHONE: S89-104 TELEX: 45-8693

LAB. REPORT NO.

E BONDAR-CLEGG INC.

g pd SAMPLE SHIPMENT NOTICE
$ACE: \
Date Shipped Via [ Prepaid or O Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME ERIN PHONE NUMBER PROJECT NAME OR NUMBER
# Sampie Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec Activation oce test
)] Neulron ore
T4 17, X b 8 Cu |Pb |Zn Mo JAg |Cd |Ni [Co Mn |Fe |Bi |V W |F JAu JAs [Hg [Sn [Sb |Ba |E spec | Activation oce test
" o~ Neutrt ore
( '/_/1 Cu |Pb |In rﬁo Ag [Cd |Ni |Co Mn Fe |Bi |V (U |W |F %u As [Hg [Se [Sb [Ba |E spec | Activation pce lest
Neutron ore
Cu |Pb |Zn }M JAg ICd |Ni [Co Mn |Fe |Bi |V U |W |F JAu |As [Hg [Se [Sb lﬁa E spec | Activation cp test
Neutron ore
Cu |Pb Zn}dn Eq ICd |Ni [Co Mn [Fe |Bi |V W |F JAu |As Mg [Sa [SD |B'-, E spec | Activation oce test
Neutron e
Cu |Pb |Zn Mo Cd |[Ni JCo Mn |Fe |Bi |V |U |W |F JAu |As Hg [Sn |SD |Ba JE spec | Activation pCcP test
Neutron ore
Cu |Pb [Zn Mo JAg |Cd |Ni JCo Mn |Fe |Bi |V |U |W |F JAu |As Mg [Su [Sb [Ba |E spec | Activation IcP test
Neulron ore
Cu |Pb [Zn Mo |Ag [Cd |Ni [Co Mn [Fe |Bi |V [U |W |F JAu |As g [Se |Sb [Ba |E spec | Activation DCP test
Neutror ore
Cu |Pb |Zn Mo JAg [Cd [Ni [Co Mn |[Fe |Bi U [W |F JAu |As [Hg [Sn |Sh |Ba JE spec Activation oce test
Neutron ore
Cu |Pb |Zn [ﬂo g |Cd |Ni |Co Mn |Fe |Bi |V |U |W |F JAu |As Mg [Sa [Sb laa E spec | Activation DCP test
IB Reulron ore
Cu |Pb [Zn }dow Cd [Ni [Co Pﬂu Fe |Bi |V |U |W |F JAu [As g [Su |Sb [Ba |E spec | Activation oce test
k Neulron ore
Cu |Pb |Zn }do Ag |Cd |Ni |Co Mn |Fe [Bi [V U W |F |Au |As Hg [Sa [Sh |Ba [E spec | Activation ocP fest
Neulron ors
Cu |Pb |Zn L«o Ag [Cd |Ni |Co Mn |Fe |Bi |V |U |W |F JAu |As Mg [Sa [SD IBa E spec | Activation oce test
I WETTTTT
Cu |Pb |Zn Mo |Ag [Cd [Ni [Co rﬂn Fe |Bi [V |U |W |F JAu |[As Hg [Sa [Sh |Ba [E spet Activation DCP test
L‘ Neutron ore
Cu |Pb |Zn i«o Ag |Cd |Ni |Co Mn [Fe |Bi |V |U |W |F |JAu |As Mg [Sn |Sh [Ba |E spec | Activation oce test
Reqon e
Cu |Pb Za-Po Ag [Cd [Ni Co Mn [Fe |Bi |V |U |W |F JAu |As Mg [S» [Sh [Ba |E spec | Activation DCP lest
Please analyze by { o # 54 } methods, the enclosed ;i { } samples
e .
0 geochemical (ppm, trace level) £~ Qunprepared

O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS

COARSE REJECTS

O DISCARD AFTER ANALYSIS COMPLETE
€/ RETURN COD AFTER ANALYSIS COMPLETE

O STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

-0

QU804

Results

/M

PLEASE INDICATE SAMPLE DISPOSITION

PULPS
D DISCARD AFTER ANALYSIS COMPLETE
@ RETURN COD AFTER ANALYSIS COMPLETE

"~ O STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

AP V27 W”h
/,-"t/\ /’ ( }1

Invoices
Pulps

7
J

L{ A

L4

) N

Rejects

Results

Invoice

Pulps

Rejects

White — Lab Copy - Please Include With Shipment

Results

Invoices

oo n

oono

Pulps

Rejects

Results
Invoice
Pulps

Rejects

Yellow — Sample Prep. Copy

Pink — Client’s Copy



: E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S89-1404 TELEX: 45-693
/ SAMPLE SHIPMENT NOTICE

Date Shipped a Via [J Prepaid or O Collect
7
; . f/
# Parcels in Shipment TOTAL NUMBER OF SAMPLES [
GEOLOGIST'S NAME A A C UM PHONE NUMBER ; PROJECT NAME OR NUMBER
Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Aun As Hg Sn Sh Ba| Espec| Activation DCP test
i & “ 7 /o= / Neutron ore
l\i/ / L7 ¢ "/ 2 "Q'J —,’ Cu |Pb |Zn Mo [Ag [Cd |Ni [Co [Mn [Fe |Bi |V |U W [F Pm‘ As |Hg [Sn |Sh |Ba |E spec Activation pee test
Neutron ore
()/) Cu |Pb |Zn Mo |Ag [Cd |Xi |Co Mn |Fe |Bi [V [U (W |F "|Au |As |Hg [Sn |Sb |Ba |E spec | Activation pce test
Neutron ore
Cu |Pb |Zn o [Ag ICd |Ni {Co Mn [Fe |Bi |V |U |W |F |Au [As [Hg |Sn |Sb [Ba [E spec |  Activation OCP test
: Neulron ore
Cu [Pb |Zn Mo |Ag [Cd [Ni [Co Mn [Fe |Bi |V |U [W |F JAu [As |Hg [Sn |Sb |Ba [E spec | Activation oer test
Neutron ore
Cu |[Pb [Zn Mo |Ag [Cd |Ni [Co Mn [Fe |8 |V |U |W |F |Au [As [Hg |Sn |Sb [Ba |E spec | Activation (10 test
Neutron ore
Cu [Pt |Zn Mo |Ag |Cd [Ni [Co Mn [Fe [Bi |V |U |W |F JAu |As [Hg {Sn [Sb |Ba |E spec | Activation }CP test
Neulron ore
Cu |Pb [Zn Mo |Ag [Cd |Ni [Co Mn |Fe |Bi |V |U |W |F |Au |As |Hg [Sn |Sb [Ba |E spec Activation pcep test
Neulron ore
Cu |Ph [Zn o |Ag [Cd |Ni [Co Mn |Fe [BI |V |U |W [F |Au |As |Hg [Sn |Sb [Ba |E spec | Aclivation DCP test
: Nautron ore
Cu |Pb |Zn Mo |Ag |Cd Ni |Co Mn |Fe |8i |V |U |W |F |Au |As [Hg [Sn |Sb [Ba [E spec | Activation pee test
Neulron ove
Cu |Pb |Zn Mo |Ag [Cd |Ni |Co Mn |Fe [Bi [V (U |W |F |Au |As g |Sn |Sh |Ba |E spec | Activation pce st
Neutron ore
Cu [Pb [2n Mo [Ag [Cd |Ni [Co Mn [Fe [Bi [V [U [W |F Au |As [Hg [Sn [Sh [Ba |E spec | Activation nce test
Heulron ore
Cu |Ph |Zn Mo |Ag |Cd |Ni [Co Mn |Fe [Bi |V |U |W |F |Au |As [Hg [Sn [Sb |Ba |E spec Activation DCP lest
NEUITQH are
Cu |Pb [Zn Mo |Ag [Cd [Ni [Co Mn [Fe [Bi |V |U |W [F [Au |As |Hg [Sn [Sb [Ba |E spec | Activation nep test
Neutron ore
Cu |Pb |Zn Mo [Ag |Cd [Ni |Co Mn [Fe |Bi |V |U |W [F JAu |As |Hp [Sn |Sb |Ba |E spec | Activation pce test
Neulron ore
Cu [Ph |Zn Mo [Ag |Cd [Ni [Co Mn [Fe |Bi [V [U [W |F |Au [As [Hg [Sn |Sh [Ba [E spec Activation peep test
{0~ assay (%, ore grade) O prepared
Please analyze by X methods, the enclosed samples
[0 geochemical (ppm, trace level) unprepared
[0 DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS

[0 DISCARD AFTER ANALYSIS COMPLETE

[ RETURN COD AFTER ANALYSIS COMPLETE

[J STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

[0 DISCARD AFTER ANALYSIS COMPLETE

[@ RETURN COD AFTER ANALYSIS COMPLETE
[ STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

g 4 e | "N /

[0 Results =7 [ LAk STAS 0O Results
] Invoices 0O Invoices
[J Pulps O Pulps

[0 Rejects O Rejects
O Results O Results
0 Invoice O Invoice
[0 Pulps O Pulps

[0 Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy




LAB. REPORT NO.

E BONDAR-CL EGG INC.

12980 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S83-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

/-7//7 ' “,/{/’/
Date Shipped (LN ()| Via [ Prepaid or O Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES (2%
GEOLOGIST'S NAME £ A Jy A%~ PHONE NUMBER PROJECT NAME OR NUMBER
Samples # Sample Numbers  ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples __ (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F AW As Hg Sn Sb Ba| E spec|  Activation nce test
J /1 7B ;) [ er i 2 \l/ 2] A Neutron ) ore
WA/ ‘f‘\ XA YYD ;— Cu [Ph |Zn Mo |Ag [Cd [Ni [Co P [Fe [Bi |V W |F Qu As Hg [Sn |Sb |Ba |E spec | Activation ocp test
/ - 173 [ Neutron ore
[ XA / il v/ N, [Cu [Pb [2n [Mo [Ag [Cd [Ni [Co Mn [Fe [Bi [V [U [W |F'Au JAs [Hg [Sn |Sb [Ba |E spec | Activalion nce test
3 Neutron ore
Cu [Ph |Zn Mo JAg [Cd |Ni [Co Mn [Fe [Bi |V [U |W |F |Au [As [Hg |Sn [Sh |Ba [E spec Activation Dee lest
3 ; Neulron ore
Cu [Pb [Zn Mo JAg |Cd Ni [Co Mn [Fe [Bi [V |U |W |F JAu [As Hg [Sn |Sb |Ba |E spec | Activation pDce test
Neutrgn ate
Cu [Pb [Zn Mo |Ag |Cd [Ni |Co Mn |Fe [Bi |V |U |W |F JAu [As [Hg |Sn [Sb [Ba [E spec Acmalmu pDce 3;;_*:’(
Neutron ore
Ca |Pb |Zn Mo [Ag [Cd [Ni |Co Mn |Fe |Bi |V (U |W |F [&u |As [Hg [Sn [Sh |Ba |E spec | Activation nee lest
Neutron ore
Cu [Ph [Zn Mo |Ag [Cd |Ni [Co Mn [Fe |Bi |V |U |W |F [Au |As |Hg |Sn |Sb [Ba [E spec | Activation oce test
Neulron ore
Ce |Ph [Zn Mo JAg [Cd [Ni [Ce Mn [Fe |8 |V [U |W |F |Au |As Hg {Sn [Sb |Ba |E spec ﬁc;::ﬂrz(:ﬂ:\ nee test
Neutron are
Cu [Pb |1Zn Mo [Ag [Cd INi |Co Mn |Fe |Bi [V [U |W |F |Au |As |Hg [Sn [Sb [Ba |E spec | Activation pce test
Neulron ore
Cu [Pb [Zn Mo [Ag |Cd |Ni [Co Mn |Fe |BI |V |U |W [F [Au |As [Hg [Sn |Sb [Ba |E spec | Activation pce test
Neutron ore
Cu |Ph [Zn Mo |Ag |Cd [Ni [Co Mn [Fe [Bi |V |U [W [F JAu [As Hg [Sn |Sh [Ba [E spec | Activation pee test
neul
Cu |Pb |Zn Mo [Ag [Cd |Ni |Co in |Fe |Bi [V |U |W |F JAu |As [Ho |Sn [Sh [Ba |E spec Acuiarl?gn pce loésﬁ
Neoran e
Cu [P [zn PMo [Ag [Cd [Ni [Co Mn |Fe |Bi |V |U [W [F [Au |As |Hg [Sn |Sb |Ba |E spec | Activation pep test
Reulron ore
Cu |Pb |Zn Mo |Ag |Cd [Ni [Co Mn |Fe |Bi |V |U |W [F JAu |As |Ho [Sn |Sb |Ba [E spec | Astivation pce lest
Neulron ore
Cu |Pb [Zn Mo |Ag [Cd |Ni [Co Mn |Fe [Bi |V |U |W [F |Au |As [Hg [Sn |Sb |Ba |E spec | Activation DcP test
" assay (%, ore grade) O (prepared
Please analyze by } methods, the enclosed { samples
O geochemical (ppm, trace level) 1 unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[] DISCARD AFTER ANALYSIS COMPLETE [0 DISCARD AFTER ANALYSIS COMPLETE
] RETURN COD AFTER ANALYSIS COMPLETE [0 RETURN COD AFTER ANALYSIS COMPLETE
[J STORE 60 DAYS-DISCARD [0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
1 Results i X JUNYO O Results
O Invoices YOA ain O Invoices
O Pulps O Pulps
] Rejects O Rejects
[ Results O Results
O Invoice O Invoice
0 Pulps O Pulps
0 Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy



LAB. REPORT NO.

B BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWOD0OD, CO. 80228 PHONE: S89-104 TELEX: 45-6893
SAMPLE SHIPMENT NOTICE

Date Shipped oy A Via [ Prepaid or 0O Collect
/. ,"l /
# Parcels in Shipment TOTAL NUMBER OF SAMPLES L -
GEOLOGIST'S NAME /7 LKA PHONE NUMBER PROJECT NAME OR NUMBER
Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec Activation oce lest
\ 7\ o “Neutron ore
L 2 .§( - (/S 74 |Cu |Pb [Zn Mo |Ag [Cd NI |Co Mn |Fe |Bi |V |U |W |F |Ak JAs Hg [Sn [Sb Ba |E spec | Activation oce test
| x P ) " Neutron ore
il t/j -Lfllfc,/ Cu [Pt |Zn rVIo Ag [Cd Ni [Co Mn [Fe |Bi [V |U [W |F [Ru |As Ho [Sa [Sb [Ba |E spec | Activation oce lest
i Neutron ore
Cu |Pb [Zn Mo |Ag |Cd |Ni [Co Mn [Fe [Bi |V |U |[W |F |Au [As [Hg |Sn [Sb [Ba |E spec | Activation oce test
Neul ore
cu [P [0 o g [ [Nt Jeo In fFe [8i [v |u |w |F |au [as Bio [sn |sb [Bs JE spec | activation | DCP | test
Neutron ore
Cu [Pb |Zn Mo |Ag |Cd |NI [Co Mn |Fe [Bi [V |U |W |F |Au |As [Hg [Sn |Sb |Ba [E spec | Activation pee lest
Neutron ore
Cu |Pb |Zn Mo |Ag [Cd |Ni [Co Mn [Fe |Bi |V |U |W [F |Au |As [Hg |Sn |Sb [Ba [E spec | Activation pee lest
Neutron ore
Cu [Pb |Zn Mo |Ag |Cd |Ni [Co Mn |Fe |Bi |V [U W |F |Au |As |Hg |Sn [Sb |Ba |E spec | Activation pce test
Neulron ore
Cu |Pb |Zn Mo |Ag |Cd |Ni [Co Mn |Fe |BI |V |U |W [F |Au |As [Hg [Sn |Sh |Ba |E spec | Activation oce test
Neutron ore
Cu |Pb |Zn Mo |Ag |Cd INi |Co Ma |Fe |Bi |V |U [W |F JAu |As Mg [So |Sb iﬁa E spec | Aclivation oce test
Neulron are
Cu |Ph [Zn Mo |Ag |Cd |Ni [Co Mn |Fe |Bi |V |U [W |F JAu |As [Hg [Sn |Sb |Ba |E spec | Activation pee test
Neutron ore
Cu [Pb [Zn Mo |Ag |Cd [NI [Co Mn |Fe [Bi [V |U |W [F JAu |As [Hg [Sn |Sb [Ba [E spec | Activation pce lest
Neutron ore
Cu [Pb |Zn Mo |Ag |Cd NI |Co rlln Fe |Bi |V |[U |W |F JAu |As Hg [Sn |SD laa E spec Activation pce test
l WeuTron e
Cu [Pb |Zn Mo [Ag [Cd |Ni [Co }ﬁn Fe [BI |V |U |W [F JAu |[As |Ho [Sn [Sh |Ba [E spec | Activation nee tes!
|V| Neufron ore
Cu [Pb |Zn Mo |Ag |Cd [Ni [Co Mn [Fe |Bi |V |U |W |F JAu |As Mg |Sn |Sb [Ba |E spec | Activation pce test
Neutron ore
) Cu [Pb [Zn Mo |Ag |Cd [Ni |Co Mn [Fe |Bi |V |U |W |F |Au [As JHo [Sn [Sh |Ba |E spec | Activation oce test
@ assay (%, ore grade) 0 (prepared
Please analyze by methods, the enclosed samples
[0 geochemical (ppm, trace level) [p‘ unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS

O DISCARD AFTER ANALYSIS COMPLETE - :
@ RETURN COD AFTER ANALYSIS COMPLETE — 2. 2f 1/ Lparotei
[ STORE 60 DAYS-DISCARD ‘

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

[0 DISCARD AFTER ANALYSIS COMPLETE

5" RETURN COD AFTER ANALYSIS COMPLETE

O STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

/,:/

Results 7

Invoices DA LI
Pulps
Rejects

ar jg- /1/

o AR O

2-8=-6-6
i 0N

Results
Invoice
Pulps
Rejects

e mm s
8.0 0.0

White — Lab Copy - Please Include With Shipment

Yellow —

Results
Invoices
Pulps
Rejects

Results
Invoice
Pulps
Rejects

Sample Prep. Copy Pink — Client's Copy



LAB. REPORT NO.

B BONDAR-CLEGGE INC.

12980 W. CEDAR DR, LAKEWDOD, CO. BO228 PHONE: 989104 TELEX: 45-683

O DO NOT ASSAY GEOCHEMICAL OVERLIMITS

COMMENTS

SAMPLE SHIPMENT NOTICE
Date Shipped Via [J Prepaid or [J Collect
# Parcels in Shipment £ TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME bt o PHONE NUMBER 21t [ PROJECT NAME OR NUMBER _< X
'] Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sa Sb Ba|E spec Actvation oce test
T " IM IS Neutron ore
' {ﬁ . 1/57 Cu [Pb |2n Pn Ag ICd |Ni [Co Ma [Fe |Bi |V |U |W |F Mo }Sn bFa E spec | Activation oce test
o5 Neulioa ore
i /-‘)( "‘;"4;‘5; ICu |PY |2n }lo}h ICd |%i ICo Ma JFe |8 |V |U |W |F JAu JAs Mg [Sn IS Fa E spec Activalion pce test
',cnz}alncncmrmvuwrinn ns<}as | el B
v/"/f u n Mo JAg [Cd [Ni ICo Mn [Fe U JAs Mg SN |50 B3 | spec Activation . lest
- L Neutron ore
Cu [P |Zn Mo JAg [Cd |Ni [Co Mn [Fe Bi |V |U [W |F |Au JAs Mg [Sn le 2 [E spec | Activation oce lest
l Neulron ore
Cu [Pb |Zn Mo |Ag [Cd [Ni [Co Mn [Fe |Bi |V |U [W |F [Au [As [Hg [Sn |Sb [Ba |E spec | Activalion pee lest
Neutron ore
Cu |Ph |Zn }uo Ay |Cd NI [Co }dn Fe |Bi |V |[U |W |F lhu As Hy |Sn ISb lsa E spec | Activation pce test
L L [3 Neutron ore
Cu [Ph [Zn Mo [Ag |Cd INi [Co Mn [Fe |Bi |V |U |W |F JAu JAs Hg [Sn [Sb E spec | Activation pcpP tost
Neutron ore
Cu [P |Zn Mo JAg |Cd [N [Co [«n Fe |Bi |V |U W |F JAu As Mg Fn S ]83 E spec Activalion pce test
Neutron ore
Cu |PY |Zn Pﬂo Ag ICd INI [Co }Qn Fe |Bi |V |U |W |F ru JAs Bg ]s« Fhlﬂa E spec | Activation oce test
I IS L Weulron L1
ICu [Pb |20 Mo |Ag [Cd |Ni [Co Fe |Bi |V |U |W |F JAu |As Mg [Sn [Sb [Ba |E spec | Activation pce tes!
Weulron ore
Cu [Pb |20 }Ao |Ag [Cd [N [Co Pu Fe [Bi |V |U |W |F JAu |As Hg ISn [Sh |Ba |E spec | Activation oce test
L Teutron “ore
Cu [Pb |Zn Mo |Ag |Cd INi |Co Mn |Fe |Bi |V |U |W |F ru As [Hg |Sn lSh Ba |E spec | Activation pce lest
Cu [Pb |Zn }40 Ag |Cd |Ni [Co }An Fe |Bi |V |uU |W |F l!u IAs [Hy [Sn [Sb [Ba JE spec | Activation oce test
Neutron ore
Cu |Pb |Zn }Ao Ag [Cd |Ni [Co }An Fe |BI |V |U |W |F la As Mg [Sn [Sb [Ba JE spec | Activation oce test
Neuron
Cu |Pb |20 LM Ay [Cd |Ni o}ln Fe |Bi |V |U |wW |F ]Au s Mo [Sn [Sb lﬂa E spec | Activation oce test
O assay (%, ore grade) O (prepared
O geochemical (ppm, trace level) a unprepared

COARSE REJECTS

[ DISCARD AFTER ANALYSIS COMPLETE

[ RETURN COD AFTER ANALYSIS COMPLETE

O STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

O Results

S J a0

'

PLEASE INDICATE SAMPLE DISPOSITION

PULPS

[ DISCARD AFTER ANALYSIS COMPLETE
pa RETURN.COD AFTER ANALYSIS COMPLETE
"0 STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

0 Invoices
O Pulps

‘AL'L

_ET" Rejects

O Results

O Invoice

O Pulps

O Rejects

White — Lab Copy - Please inciude With Shipment

Results

Invoices
Pulps

oo

Rejects

ODOoOo

Yellow — Sample Prep. Copy

Pink — Client's Copy



